




Technical Data Sheet
Flooding Cable Jelly Compound
	Compatibility(%) test @60 ͦ c &14days
	Softening point
( ͦ c)
(ASTM D-1304)
	Water absorption(%)
(ASTM C-413)
	Density (g/cm3)
(ASTM D-1505)
	Flash point( ͦ c)
(ASTM D-92)
	Viscosity(cSt)
 @120 ͦ c 
(ASTM D-445)
	Drop Melting point( ͦ c)
(ASTM D-127)

	The decreas of tensile and elongation<15
	Min 98
	Max 0.1
	0.8 - 0.9
	>200
	200-300
	>90
	NOOR FC






